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HOT-ROLLED STEEL STRIP FOR
THE AUTOMOTIVE INDUSTRY

A wide range of high-strength hot-rolled steels developed for complex
component geometries with demanding forming operations

Hot-rolled steel grades developed for applications
in the automotive industry have been combined
in the ,,hot-rolled drive" steel product family. In
order to meet the requirements of lightweight
automotive design, ,,hot-rolled drive® grades fea-
ture above-average processing properties in ad-
dition to the properties specified in VDA 239-100.
Microalloyed steels are characterized by a very
fine-grained and largely single-phase microstruc-
ture. The steels of the LAS series are particularly
suitable for the most demanding forming oper-
ations along punched edges.

Complex-phase steels, ferritic-bainitic steels and
dual-phase steels feature a more pronounced
transformation-hardened microstructure with
a higher proportion of secondary phases. This
leads to a customized balance between total
elongation and hole expansion in order to im-
plement complex forming operations.

The hardened microstructure of martensitic steels
feature maximum tensile strength while main-
taining good formability, especially for bending
applications.

Convincing advantages

» Excellent suitability for bending and
deep drawing

» Best cutting and punching properties

» Excellent formability of punched edges
and high resistance to edge cracking

» Excellent weldability

G greentec
steel

Premium quality

with reduced carbon footprint
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Chemical composition
Heat analysis in 9% by mass

© Si Mn P S Al Nb Ti Cu

Steel grade Standard max. max. max. max. max. min. max. max. max.
Hot-rolled micro-alloyed steels

HR300LA VDA239-100 0.12 0.50 1.30 0.030 0.025 0.015 0.10 0.15 0.20
HR340LA VDA239-100 0.12 0.50 1.50 0.030 0.025 0.015 0.10 0.15 0.20
HR380LA VDA239-100 0.12 0.50 1.50 0.030 0.025 0.015 0.10 0.15 0.20
HR420LA VDA239-100 0.12 0.50 1.60 0.030 0.025 0.015 0.10 0.15 0.20
HR460LA VDA239-100 0.12 0.50 1.65 0.030 0.025 0.015 0.10 0.15 0.20
HR500LA VDA239-100 0.12 0.50 1.70 0.030 0.025 0.015 0.10 0.15 0.20
HR550LA VDA239-100 0.12 0.60 1.80 0.030 0.025 0.015 0.10 0.15 0.20
HR600LA™ voestalpine 0.12 0.60 1.90 0.030 0.025 0.015 0.10 0.20 0.20
HR700LA VDA239-100 0.12 0.60 2.10 0.030 0.025 0.015 0.10 0.20 0.20

"Steel grade being developed

Hot-rolled and micro-alloyed steels with improved formability of punched edges
LAS stands for hot-rolled, micro-alloyed steels with adapted hot-rolling parameters
and a significantly reduced sulfur content as compared to standard grades.

HR300LAS VDA239-100 0.12 0.50 1.30 0.030 0.010 0.015 0.70 0.15 0.20
HR340LAS VDA239-100 0.12 0.50 1.50 0.030 0.010 0.015 0.70 0.15 0.20
HR380LAS VDA239-100 0.12 0.50 1.50 0.030 0.010 0.015 0.10 0.15 0.20
HR420LAS VDA239-100 0.12 0.50 1.60 0.030 0.010 0.015 0.10 0.15 0.20
HR460LAS VDA239-100 0.12 0.50 1.65 0.030 0.008 0.015 0.10 0.15 0.20
HR500LAS VDA239-100 0.12 0.50 1.70 0.030 0.005 0.015 0.70 0.15 0.20
HR550LAS VDA239-100 0.12 0.60 1.80 0.030 0.005 0.015 0.10 0.15 0.20
HR700LAS VDA239-100 0.12 0.60 2.10 0.030 0.005 0.015 0.10 0.20 0.20
€ Si Mn P S Al Ti+Nb Cr+Mo B Cu
Steel grade Standard max. max. max. max. max. max. max. max. max.

Hot-rolled complex-phase steels
HR660Y760T-CP VDA239-100 0.18 1.00 2.20 0.050 0.010 0.015-1.2 0.25 1.00 0.005 0.20

Hot-rolled ferritic-bainitic steels
HR440Y580T-FB  VDA239-100 0.18 0.50 2.00 0.050 0.010 0.015-2.0 0.15 1.00 0.010 0.20

Hot-rolled dual-phase steels
DP600LCT voestalpine 0.12 1.20 1.60 0.085 0.006 0.02 - 0.06 0.15 1.40 0.005 0.20

Hot-rolled martensitic steels

HR?00Y1180T-MS  VDA239-100 0.25 0.80 2.50 0.050 0.010 0.015-2.0 0.25 1.20 0.005 0.20
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Mechanical properties: Tensile test

Test direction: longitudinal

Agomm TOr thicknesses < 3 mm
As for thicknesses > 3 mm
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0.2 %-yield strength Tensile strength Total elongation min. n value min.
Rpo.2 R Aso mm As N0 - 20/ag

Steel grade Standard [MPa] [MPa] [%] [%]

Hot-rolled micro-alloyed steels

HR300LA VDA239-100 300 - 380 380 - 500 24 28 0.14

HR340LA VDA239-100 340 - 440 420 - 540 22 26 0.13

HR380LA VDA239-100 380 - 480 450 - 570 20 24 -

HR420LA VDA239-100 420 -520 480 - 600 18 22 -

HR460LA VDA239-100 460 - 560 520 - 640 16 20 -

HR500LA VDA239-100 500 - 620 560 - 700 14 17 -

HR550LA VDA239-100 550 - 670 610 - 750 12 16 -

HR600LA™ voestalpine 600 - 750 650 - 820 1 15 -

HR700LA VDA239-100 700 - 850 750 - 950 10 13 -
"Steel grade being developed

Hot-rolled and micro-alloyed steels with improved formability of punched edges

The hot-rolled microalloyed steels of the LAS series are characterized by enhanced

formability, especially with respect to the formability of punched edges.

HR300LAS VDA239-100 300 - 380 380 - 500 24 28 0.14

HR340LAS VDA239-100 340 - 440 420 - 540 22 26 0.13

HR380LAS VDA239-100 380 - 480 450 - 570 20 24 -

HR420LAS VDA239-100 420 - 520 480 - 600 18 22 -

HR460LAS VDA239-100 460 - 560 520 - 640 16 20 -

HR500LAS VDA239-100 500 - 620 560 - 700 14 17 -

HR550LAS VDA239-100 550 - 670 610 - 750 12 16 -

HR700LAS VDA239-100 700 - 850 750 - 950 10 13 -

0.2 %-yield strength Tensile strength Total elongation min. BH, value min.
Reo.2 Rn Aso mm As

Steel grade Standard [MPda] [MPda] [%] [%] [MPda]

Hot-rolled complex-phase steels

HR660Y760T-CP VDA239-100 660 - 820 760 - 960 10 13 30

Hot-rolled ferritic-bainitic steels

HR440Y580T-FB VDA239-100 440 - 600 580 - 700 15 17 30

Hot-rolled dual-phase steels

DP600OLCT voestalpine > 300 580 - 670 18 22 30

Hot-rolled martensitic steels

HRP00Y1180T-MS VDA 239-100 900 - 1150 1180 - 1400 5 8 30
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Coatings and available dimensions
Available thicknesses [mm] based on surface finish

Steel grade UC (uncoated) Gl (hot-dip galvanized)

Hot-rolled micro-alloyed steels

HR300LA 2.0-6.0% -
HR340LA 20-6.0 -
HR380LA 2.0-6.07 2.0-4.0
HR420LA 2.0-6.0 2.0-4.0
HR460LA 2.0-6.0% 20-35
HR500LA 20-6.0 2.0-3.07
HR550LA 2.0-6.0 2.0-3.0?
HR600LA™ - -
HR700LA 20-6.0 20-35

Thermomechanically rolled and micro-alloyed steels with improved formability

HR300LAS 2.0-6.0% -
HR340LAS 2.0-6.07 -
HR380LAS 2.0-6.0? -
HR420LAS 2.0-6.0% -
HR460LAS 2.0-6.0% -
HR500LAS 2.0-6.07 2.0-3.0?
HR550LAS 2.0-6.07 -
HR700LAS 2.0 -4.0% -

Hot-rolled complex-phase steels
HR660Y760T-CP 2.0-5.0? 20-35

Hot-rolled ferritic-bainitic steels
HR440Y580T-FB 2.0-5.0 2.0-3.5?

Hot-rolled dual-phase steels
DP60OLCT 2.8 - 6.5% -

Hot-rolled martensitic steels
HRP00Y1180T-MS 3.0-4.1% -

"Steel grade being developed
2 After consultation with quality department
9 The production possibilities for other thicknesses can be determined upon request

Please find further information at www.voestalpine.com/Produktinformationsportal or contact us directly.

voestalpine

ONE STEP AHEAD.



h Ot- ro I I ed d ri\/e hot-rolled drive data sheet | Page 5/5 | 10/2023

OUR PATH TO A
GREENER FUTURE

Premium products in the greentec steel Edition

With greentec steel, voestalpine is pursuing an ambitious step-by-step plan in the long-term decarbonization of steel
production. The declared objective is to achieve carbon-neutral production by 2050, and the initial steps have already
been taken. Process-optimized production operations already prevent up to 10% of the direct CO, emissions at the Linz
site. The material and processing properties of the steel are not affected in any way in this production route. Each voestal-
pine steel strip product is available in premium quality in the greentec steel Edition with a reduced carbon footprint and
unigue benefits.

greentec
steel

Premium quality with reduced carbon footprint Hot-rolled steel strip - greentec steel Edition

hot-rolled drive

greentec steel

Max. carbon footprint 1.95 kg CO,e per kg of steel ?
Hot-dip galvanized steel strip - greentec steel Edition

Max. carbon footprint 2.13 kg CO,e per kg of steel "

T per EN 15804+A2 (EPD methodology) cradle to gate

All products, dimensions and steel grades listed in each voestalpine supply range are available as greentec steel Edition.

The information and product properties contained in this printed material are non-binding and serve the sole purpose of technical orientation. They do not replace individual advisory services provided
by our sales and customer service teams. The product information and characteristics set forth herein shall not be considered as guaranteed properties unless explicitly stipulated in a separate
contractual agreement. For this reason, voestalpine shall not grant any warranty nor be held liable for properties and/or specifications other than those subject to explicit agreement. This also applies
to the suitability and applicability of products for certain applications as well as to the further processing of materials into final products. All application risks and suitability risks shall be borne by the
customer. The General Terms of Sale for Goods and Services of the voestalpine Steel Division shall apply to all materials supplied by the voestalpine Steel Division and can be accessed using the following link:
www.voestalpine.com/stahl/en/The-Steel-Division/General-Terms-of-Sale

Technical changes are reserved. Errors and misprints are excepted. No part of this publication may be reprinted without explicit written permission by voestalpine Stahl GmbH.

Please find further information and
downloadable files at
www.voestalpine.com/ultralights

voestalpine Stahl GmbH

voestalpine-StraBe 3

4020 Linz, Austria t I
productmanagement@voestalpine.com voes q pl ne
www.voestalpine.com/steel ONE STEP AHEAD.



