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51CrV4, 34CrMo4 

Available dimensions heat-treatable steels
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The graphics refer to thickness values with symmetrical thickness tolerances.

Please contact our sales departments for dimensions in widths below 900 mm  

(production scheduling for center slitting and longitudinal slitting lines).
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25CrMo4 

Available dimensions heat-treatable steels
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Ordered strip width (mm)

Ordered strip thickness (mm)

800700 900 1000 1100 1200 1300 1400 1500 1600

Maximum thickness unpickled = 13.0 mm

Maximum thickness pickled = 8.0 mm

The graphics refer to thickness values with symmetrical thickness tolerances.

Please contact our sales departments for dimensions in widths below 900 mm  

(production scheduling for center slitting and longitudinal slitting lines).
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Boron-containing heat-treatable steels

Boron-containing heat-treatable steels are alloyed with a low mass percentage of boron to improve 

hardenability. Prior to the heat treatment, the steel grades show good cold-formability characteristics. 

Our standard program contains the durostat B2, durostat B4 and 20MnB5 steel grades. 

Overview

Special steel grades have been developed and are delivered according to the specifications of voestalpine 

(durostat B2 und durostat B4). Steel grade 20MnB5 is delivered in accordance with EN 10083-3.

Chemical composition

Guaranteed values of heat analysis in %

Steel grade C Si Mn P
max.

S
max.

Cr B

durostat B2 0.25 – 0.30 0.15 – 0.30 1.10 – 1.30 0.020 0.010 0.30 – 0.50 0.0015 – 0.0040

durostat B4 0.38 – 0.42 0.15 – 0.30 1.10 – 1.30 0.020 0.025 0.30 – 0.50 0.0015 – 0.0040

20MnB5 0.17 – 0.23 0.40 1.10 – 1.40 0.025 0.035 - 0.0008 – 0.0050

As-delivered condition: 	 Normalized-rolled
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durostat B2

Available dimensions boron-containing heat-treatable steels

Ordered strip width (mm)

Ordered strip thickness (mm)
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800700 900 1000 1100 1200 1300 1400 1500 1600

Maximum thickness unpickled = 13.0 mm

Maximum thickness pickled = 10.0 mm

The graphics refer to thickness values with symmetrical thickness tolerances.

Please contact our sales departments for dimensions in widths below 900 mm  

(production scheduling for center slitting and longitudinal slitting lines).



20
T

e
c

h
n

ic
a

l 
T

e
rm

s
 o

f 
D

e
li

v
e

ry
 •

 C
a

s
e

-h
a

rd
e

n
in

g
 a

n
d

 h
e

a
t-

tr
e

a
ta

b
le

 s
te

e
ls

 •
 0

6
/2

0
1

1

durostat B4

Available dimensions boron-containing heat-treatable steels
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Ordered strip width (mm)

Ordered strip thickness (mm)

800700 900 1000 1100 1200 1300 1400 1500 1600

Maximum thickness unpickled = 13.0 mm

Maximum thickness pickled = 8.0 mm

The graphics refer to thickness values with symmetrical thickness tolerances.

Please contact our sales departments for dimensions in widths below 900 mm  

(production scheduling for center slitting and longitudinal slitting lines).
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20MnB5

Available dimensions boron-containing heat-treatable steels
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Ordered strip width (mm)

Ordered strip thickness (mm)

800700 900 1000 1100 1200 1300 1400 1500 1600

Maximum thickness unpickled = 13.0 mm

Maximum thickness pickled = 10.0 mm

The graphics refer to thickness values with symmetrical thickness tolerances.

Please contact our sales departments for dimensions in widths below 900 mm  

(production scheduling for center slitting and longitudinal slitting lines).



voestalpine Stahl GmbH
voestalpine-Straße 3
4020 Linz, Austria
T. +43/50304/15-8007
F. +43/50304/55-8007
marketing_stahl@voestalpine.com
www.voestalpine.com/stahl

Technically more advanced. Successful together.
	 voestalpine Steel Division – the partner you can trust.

High-quality materials are the basis for our products. We strive to be the best partner for our 
customers and want to provide them with the best-possible solution. We focus our expertise 
on two aspects:
The personal aspect, with dedicated and highly competent employees
The technical aspect, with high-quality methods, products and services.

The companies in the voestalpine Steel Division and their employees understand partnership 
to be the following:

	Understanding for their customers’ business
	Expertise and reliability
	Responsibility for satisfactory project completion
	Partnerships based on trust

Many years of successful partnerships with our customers prove our point.


