IAB@H LER BOHLER W300 ISOBLOC

NASTROJOVE OCELE PRE PRACU
ZA TEPLA

Segmenty aplikacii

Pre pracu za tepla |

Dostupné vyrobné profily

Tycové polotovary* | | Plechy | | Volne kované vykovky

* Uvedené Udaje sa tykaju vylucne dlhych vyrobkov. DodrZiavajte podrobné vysvetlenia na konci idajového listu (pdf).

Popis produktu

Vysokonaméahané nastroje pre pracu za tepla, hlavne pre spracovanie zliatin lahkych kovov, ako napr. lisovacie tfne, lisovacie matrice,
zasobniky pri vyrobe rar a inych profilov pretla€anim za tepla, nastroje na pretlaCanie za tepla, nastroje na vyrobu dutych telies. Nastroje na
vyrobu skrutiek, matic, nitov, Capov. Nastroje pre tlakové liatie, piesty, €asti lisovacich zapustiek, zapustkove vlozky, noze noznic pre strihanie
za tepla, nastroje pre spracovanie plastov.

Spbsob vyroby

| Konvencna vyroba + Pretavovanie

Vlastnosti
> Huzevnatost a odolnost proti plastickej deformacii : vysoka
> Odolnost proti opotrebovaniu : dobré
> Obrobitelnost : velmi vysoka
> Zachovanie tvrdosti pri vyssich teplotach : dobré
> Lestitelnost : velmi vysoka
> Tepelna vodivost : vysoka
> Mikrocistota : vysoka
Aplikacia
> Vysokotlakové liatie > Kovanie (za tepla / za poloohrevu) > Gravitacné / Nizkotlakové liatie
> Rychlokovanie (Hatebur) > Extrazia > Capy, skrutky, matice
> Vstrekovanie plastov > Lisovanie za tepla > Valcovanie
) PR > Drziaky nastrojov (frézovacie, vitacie, > Vyroba normalizovanych dielov (strizniky,
> Priemyselné noze sustruznicke a sklucovadla) platne, koliky, razniky)
> ZAavitovky > Vyfukovanie plastov > Strojové noze (pre vyrobcov)
> Valcovanie profilov > VSeobecné strojarstvo > Hortce kanélové systémy
> Vstrekovanie

vystuzenych plastov
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M BOHLER

Technické Udaje

NASTROJOVE OCELE PRE
PRACU ZA TEPLA

BOHLER W300 ISOBLOC

Oznacenie materialu Normy
1.2343 | SEL 4957 | EN ISO
X37CrMoV5-1 | EN #207 | NADCA
T20811 | UNS G4404 | JIS
H11 | AISI
D1830 | NADCA
SKD6 | JIS
Chemickeé zlozenie
C Si Mn Cr Mo V
0.38 0.90 0.40 5.20 1.30 0.45

Porovnanie vlastnosti materialu

Pevnost pri vyssich Hazevnatost pri Odolnost proti Obréabatelnost v Lestitelnost’
teplotach vysSich teplotach opotret%%\llgniu za stave pri dodani
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Stav pri dodani

Zihany

Tvrdost (HB)

| max. 229

Kalené a temperované

Tvrdost (HRC)

| 40 az 55 | bars hardened and tempered (BHT)

Kalené a temperované

Tvrdost (HRC)

| 30 a2 44
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M BOHLER

NASTROJOVE OCELE PRE

BOHLER W300 ISOBLOC

PRACU ZA TEPLA

Tepelné spracovanie

Zihanie

Teplota 750 az 800 °C

Holding time 6 to 8 hours. Slow, controlled furnace cooling at 10 to 20°C/h (50 to 68 °F/hr) to
approx. 600°C (1112°F), further cooling in air.

Zihanie na odstranenie pnuti

Teplota 600 az 670 °C

For stress relief after extensive machining or for complicated tools. Holding time depending on
tool size after complete heating 2 - 6 hours in neutral atmosphere. Slow furnace cooling.

Kalenie a popustanie

Teplota }6000 az 1,030

(Die casting equipment: 1000 - 1010 °C [1832 - 1850°F]) Holding time after temperature
equalization: 15 to 30 minutes; Quenching: Oil, salt bath (500 - 550°C [932-1022°F]), air,
vacuum; After hardening, tempering to the desired working hardness (see tempering chart).

Heat treatment sequence

Hérten / Hardening

2. Vorwarmstufe
2" preheat stage \
Luftabkilhlung 2. Anlassen
Ajr cooling auf Arbeitsharte
\ 2" tempering
working hardness

3. Anlassen
zum Entspannen
3" tempering
for stress relief

1. Vorwairmstufe
1% preheat stage

| Warmbad 1. Anlassen
LSl bath 1* tempering

Ofenabkihlung
Cooling in furnace

Temperaturin "C/ Temperature, '

Spannungs-
armglihen

Zeit/ Time Reinigen Harteprafen Harterteprifen
Cleaning Hardness test Hardness test

Continuous cooling CCT curves
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Austenitising temperature: 1030°C (1886°F)
Holding time: 15 minutes

O Vickers hardness

2...46 phase percentages

0.35...3.5 cooling parameter, i.e. duration of cooling
from 800 - 500°C (1472-932°F) in s x 1072

5...0.5 K/min cooling rate in K/min in the 800 - 500°C
(1472-932°F) range
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IA BOHLER NASTROJOVE OCELE PRE BOHLER W300 ISOBLOC
PRACU ZA TEPLA

Quantitative phase diagram
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Kuhlzeit von 800°C auf 500°C in Sek. / Time of cooling from 800°C to 500°C (1472-932°F) in seconds

Tempering chart

662 °F 812°F 962 °F 1112°F .
56 Tempering:

Slow heating to tempering temperature immediately
54 after hardening (time in furnace 1 hour for each 0,787
inch (20 mm) of workpiece thickness but at least 2
hours / cooling in air).

52
% It is recommended to temper at least twice.
50
¢ A third tempering cycle for the purpose of stress
) " relieving may be advantageous.
o]
L 1st tempering approx. 86°F (30°C) above maximum
£ 46 secondary hardness.
e}
T
2nd tempering to desired working hardness.
44
The tempering chart shows average tempered
42 hardness values.
— 1020°C / 1868 °F 3rd for stress relieving at a temperature 86 to 122°F
40 (30 to 50°C) below highest tempering temperature.
350°C 450°C 550 °C 650 °C

) o Recommended tempering temperature range is
Anlasstemperatur / Tempering temperature [°C / °F] indicated by the blue area in the chart.

Hardening temperature: 1020°C (1868°F)
Specimen size: square 50 mm
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IA BOHLER NASTROJOVE OCELE PRE BOHLER W300 ISOBLOC
PRACU ZA TEPLA

Hot strength chart
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Praftemperatur / Tested
Fyzikélne vlastnosti
Teplota (°C) 20
Hustota (kg/dm3) 7.8
Tepelna vodivost (W/(m.K)) 24.9
Merna tepelna kapacita (kJ/kg K) 0.46
Merny elektricky odpor (Ohm.mmz2/m) 0.52
Modul pruznosti (103N/mmg?) 211
Tepelna roztaznost
Teplota (°C) 100 200 300 400 500 600
Tepelna roztaznost (10-¢ m/(m.K)) 10.4 10.7 11.9 12.6 13.3 13.6

Ak sU okrem tyCovych polotovarov uvedené aj iné dostupné vyrobné profily, upozorfiujeme, Ze sa mozu lisit z hladiska spésobu vyroby,
technickych Gdajov, povrchu a spdsobu dodéavky, ako aj dostupnych rozmerov vyrobkov. Ohlfadom zavéaznych technickych Specifikacii,
dalSich poziadaviek a rozmerov kontaktujte, prosim, nase regionalne obchodné spolo¢nosti voestalpine BOHLER Udaje v tejto brozare nie st
zavézné a nepovazuju sa za prisluby, sldzia skor len ako vSeobecné informacie. Tieto informacie su zavazné len vtedy, ak su vyslovne
uvedené ako podmienka v zmluve uzavretej s nami. Namerané Gdaje su laboratérne hodnoty a mézu sa liSit od praktickych analyz. Pri
vyrobe nasSich vyrobkov sa nepouzivaju ziadne latky Skodlivé pre zdravie alebo ozénovu vrstvu
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